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PA3LEJT1: OTTMCAHWE N TIPUMEHEHWE

Model Grey — npo4Hbiii, 6e3ycagoyHbli maTepuan, npeaHasHadYeHHbI ANA nevaTu Mmodenen, c
NOBbIWEHHbIMM TPEOOBAHUAMM K GUINKO-MEXaHUHYECKMM CBOMCTBAM.

PA3OEN 2: CBOMCTBA MATEPVANA

2.1 XapaKTepucTUKn MaTepuana

\ [apameTp CraHaapt/meTtos, Pesynbtar
LseT - Cepbliii
3anax - Weak
MAOTHOCTb ASTM D1298 1.0+ 0.1r/cm3
BaskocTb (25 °C) ASTM D2393 750 + 250 mla-c

2.2 MexaHn4yeckne CBOMCTBa

\ MapameTp CTaHgapTt/meTos, Pesynbtat
MpPOYHOCTb Ha M3rmb ASTM D790 73.8+ 3.7 MIla
Modaynb ynpyroctv npy ASTM D790 1700 + 200 Mna
n3rmnbe
[MpoYHOCTb Ha pa3pbIB ASTM D638 41.8+2.3 Mla
OTHOCUTENbHOE YAANHEHNE ASTM D638 62+21%

npuv paspsbiBe

TBepaocTb ASTM D2240 80 3 no Wopy D

YaapHada BA3KOCTb No N3o4y

+ 2
(6e3 Haapesa) ASTM D4812 5.7 £0.2 kbk/m

2.3CneumarnbHble napameTpbl

‘ MNapameTp CTaHgapTt/meTos, ‘ PesynbTaTt
PactBOpMMOCTb (24 Y) ASTM D3132 <0.01%
Bogonornouwenue (24 y) ASTM D570 <047 %

BblweykasaHHaa MHGOPMALLMA CUMTAETCA TOYHOM W NpeacTaBnfeT cobol Haunydlwue AaHHble, LOCTYMHbIE Ham B HacToAllee Bpems. Bce
0b6pa3ubl OblM HaneyaTaHbl M NocTobpaboTaHbl B COOTBETCTBUWM C WHCTPYKUMAMM, NpefoCTaBleHHbIMW KomnaHwen HARZ Labs.
MpeacTaBneHHble 34eCb pesybTaTbl NOyYeHbl Ha MaTepunanax, NocTobpaboTaHHbIX B COOTBETCTBUM C BbilleyKasaHHbIMU MHCTPYKUMAMM U
MOTFYT OT/M4YaTbCA, €CAN YCTaHOBNEHHble MPOTOKOAbI He cobatogatoTcA. [onb3oBaTeNnu [OMKHLI NPOBOAWMTL CBOM COOCTBEHHbIE
nccaeaoBaHus, Ytobbl onpeaennTb, NOAXOAAT M CBOMCTBA MaTepuanos Nnod KOHKpeTHble uenu. HARZ Labs LLC (OO0 «XAPLL Nlabcy») He
HeceT OTBETCTBEHHOCTM 3a Ntobble NpeTeH3nm, yObITKM UK yObITKM Nt060M TPeTbel CTOPOHbI MK 33 YNYLWEHHYIO BbIFOAY, a TaKKe 3a tobble
crneumanbHble, KOCBEHHbIE, CyYalHble UK NPUMEPHbIE YObITKM, NMPU UX BO3HUKHOBEHUM, Aaxe ecam OO0 HARZ Labs (OO0 «XAPL, /labe»)
Ob110 COODLLEHO O BO3MOXKHOCTM TaKOTO yliepba.



